	Kayara 179 Andromeda
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, ALUMINUM HYDROXIDE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, 2,3-DIHYDROXYPROPYL METHACRYLATE, GLYCEROL TRIMETHACRYLATE, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, CALCIUM ALUMINUM BOROSILICATE, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, P-HYDROXYANISOLE, SILICA, TIN OXIDE, CI 16035, CI 42090, CI 77820.

	Kayara 180 Fantasy
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, POLYETHYLENE TEREPHTHALATE, GLYCERYL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, 2,4,6- TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, 2,3-DIHYDROXYPROPYL METHACRYLATE, 4-HYDROXY-2,2,6,6-TETRAMETHYLPIPERIDINOXYL, BIS-(1,2,2,6,6- PENTAMETHYL-4-PIPERIDYL) SEBACAT, CALCIUM ALUMINUM BOROSILICATE, GLYCEROL TRIMETHACRYLATE, HEMA, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, PHYDROXYANISOLE, POLYURETHANE-11, SILICA, TIN OXIDE, CI 15850, CI 45410, CI 74160, CI 77000, CI 77820, CI 77891.

	Kayara 181 Magic Spell
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, SILICA, 2,3-DIHYDROXYPROPYL METHACRYLATE, GLYCEROL TRIMETHACRYLATE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, METHYL-1,2,2,6,6- PENTAMETHYL-4-PIPERIDYLSEBACAT, P-HYDROXYANISOLE, CI 77891.

	Kayara 182 Diamond Dust
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL DIMETHACRYLATE, POLYETHYLENE TEREPHTHALATE, CALCIUM ALUMINUM BOROSILICATE, SILICA, SILICA DIMETHYL SILYLATE, POLYMETHYL METHACRYLATE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, 2,3-DIHYDROXYPROPYL METHACRYLATE, BIS-(1,2,2,6,6- PENTAMETHYL-4-PIPERIDYL) SEBACAT, GLYCEROL TRIMETHACRYLATE, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, P-HYDROXYANISOLE, TIN OXIDE, CI 77820, CI 77891.

	Kayara 183 Platinum Silver
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, SILICA, 2,3-DIHYDROXYPROPYL METHACRYLATE, GLYCEROL TRIMETHACRYLATE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, CALCIUM ALUMINUM BOROSILICATE, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, P-HYDROXYANISOLE, TIN OXIDE, CI 77000, CI 77820, CI 77891.

	Kayara 184 Gold Rush
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, GLYCERYL DIMETHACRYLATE, PHENOLIC EPOXY RESIN, SILICA DIMETHYL SILYLATE, 2,3-DIHYDROXYPROPYL METHACRYLATE, GLYCEROL TRIMETHACRYLATE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, METHYL-1,2,2,6,6- PENTAMETHYL-4-PIPERIDYLSEBACAT, ORANGE 62, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, P-HYDROXYANISOLE, SILICA, YELLOW 82, CI 77000.

	Kayara 185 Lemonade
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, SILICA DIMETHYL SILYLATE, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, 2,4,6- TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, PHYDROXYANISOLE, SILICA, CI 19140, CI 47005, CI 77891

	Kayara 186 Bumblebee
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, ISOPHORONE DIAMINE/ISOPHTHALIC ACID/TROMETHAMINE COPOLYMER, SILICA DIMETHYL SILYLATE, PHENYL-BIS (2,4,6- TRIMETHYLBENZOYL) PHOSPHINE OXIDE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, METHYL1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, P-HYDROXYANISOLE, SILICA, CI 19140, CI 42090, CI 45350, CI 45380, CI 47005, CI 60730, CI 77891.

	Kayara 187 Holland
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, ISOPHORONE DIAMINE/ISOPHTHALIC ACID/TROMETHAMINE COPOLYMER, SILICA DIMETHYL SILYLATE, PHENYL-BIS (2,4,6- TRIMETHYLBENZOYL) PHOSPHINE OXIDE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, METHYL1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, P-HYDROXYANISOLE, SILICA, CI 19140, CI 42090, CI 45350, CI 45380, CI 45410, CI 47005, CI 60730, CI 77891.

	Kayara 188 Red Holidays
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, POLYETHYLENE TEREPHTHALATE, GLYCERYL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, 2,4,6- TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, 2,3-DIHYDROXYPROPYL METHACRYLATE, ALUMINUM HYDROXIDE, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, GLYCEROL TRIMETHACRYLATE, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, PHYDROXYANISOLE, POLYURETHANE-11, SILICA, CI 15850, CI 17200, CI 77000, CI 77491.

	Kayara 189 Royality
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, SILICA DIMETHYL SILYLATE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, 4-HYDROXY-2,2,6,6-
TETRAMETHYLPIPERIDINOXYL, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, CALCIUM ALUMINUM BOROSILICATE, HEMA, METHYL-1,2,2,6,6-PENTAMETHYL-4-
PIPERIDYLSEBACAT, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, P-HYDROXYANISOLE, SILICA, TIN OXIDE, CI 45410, CI 74160, CI 77820, CI 77891.

	Kayara 190 Cosmos
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, SILICA, SILICA DIMETHYL SILYLATE, KAOLIN, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, ALUMINUM
HYDROXIDE, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL)
PHOSPHINE OXIDE, P-HYDROXYANISOLE, CI 16035, CI 42090, CI 77007.

	Kayara 191 Celestial
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, SILICA, KAOLIN, SILICA DIMETHYL SILYLATE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, 4-HYDROXY-
2,2,6,6-TETRAMETHYLPIPERIDINOXYL, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, CALCIUM ALUMINUM BOROSILICATE, HEMA, METHYL-1,2,2,6,6-PENTAMETHYL-4-
PIPERIDYLSEBACAT, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, P-HYDROXYANISOLE, TIN OXIDE, CI 77007, CI 77820.

	Kayara 192 Jasmine
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, SILICA DIMETHYL SILYLATE, SILICA, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, BIS-(1,2,2,6,6-
PENTAMETHYL-4-PIPERIDYL) SEBACAT, KAOLIN, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, PHYDROXYANISOLE,
CI 77007, CI 77742, CI 77891.

	Kayara 193 Ocean Glitz
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, POLYETHYLENE TEREPHTHALATE, GLYCERYL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, 2,4,6-
TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, 2,3-DIHYDROXYPROPYL METHACRYLATE, 4-HYDROXY-2,2,6,6-TETRAMETHYLPIPERIDINOXYL, BIS-(1,2,2,6,6-
PENTAMETHYL-4-PIPERIDYL) SEBACAT, GLYCEROL TRIMETHACRYLATE, HEMA, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, PHENYL-BIS (2,4,6-
TRIMETHYLBENZOYL) PHOSPHINE OXIDE, P-HYDROXYANISOLE, POLYURETHANE-11, SILICA, CI 19140, CI 74160, CI 74260, CI 77000, CI 77510.

	Kayara 194 Army Green
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, SILICA DIMETHYL SILYLATE, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, ALUMINUM HYDROXIDE, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, METHYL-1,2,2,6,6-PENTAMETHYL-
4-PIPERIDYLSEBACAT, P-HYDROXYANISOLE, SILICA, CI 16035, CI 42090, CI 77288, CI 77491, CI 77499, CI 77891.

	Kayara 195 Hunter
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, SILICA DIMETHYL SILYLATE, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, 2,4,6-TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, ALUMINUM HYDROXIDE, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, KAOLIN, METHYL-1,2,2,6,6-
PENTAMETHYL-4-PIPERIDYLSEBACAT, P-HYDROXYANISOLE, SILICA, CI 16035, CI 42090, CI 74260, CI 77007, CI 77891.

	Kayara 196 Palm Leaf
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, SILICA DIMETHYL SILYLATE, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, 2,4,6-
TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, ALUMINUM HYDROXIDE, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, METHYL-1,2,2,6,6-PENTAMETHYL-
4-PIPERIDYLSEBACAT, P-HYDROXYANISOLE, SILICA, CI 16035, CI 42090, CI 74260, CI 77288, CI 77891.

	Kayara 197 Colombian
	DI-HEMA TRIMETHYLHEXYL DICARBAMATE, SILICA DIMETHYL SILYLATE, PHENYL-BIS (2,4,6-TRIMETHYLBENZOYL) PHOSPHINE OXIDE, 2,4,6-
TRIMETHYLBENZOYLPHENYLPHOSPHINIC ACID ETHYL ESTER, BIS-(1,2,2,6,6-PENTAMETHYL-4-PIPERIDYL) SEBACAT, METHYL-1,2,2,6,6-PENTAMETHYL-4-PIPERIDYLSEBACAT, PHYDROXYANISOLE,
[bookmark: _GoBack]SILICA, CI 74260, CI 77288, CI 77891.

	
	



