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Applicant : Siraya Tech 

Address : 417 S San Gabriel Blvd, San Gabriel, CA, 91776 

The submitted sample and sample information was/were submitted and identified by/on the behalf of 

the client 

Sample Name : Defiant 

Material : Platinum Silicone 

Description : Platinum cure silicone, also called addition cure silicone, are 

two-component high tear strength and flexible mold or casting compounds. 

Manufacturer : Siraya Tech 

Supplier : Siraya Tech 

Trade Mark : Siraya Tech 

Sample Received Date : Apr. 19, 2023 

Testing Period : Apr. 19, 2023 to May 11, 2023 

   

Test Requested： Conclusion 

As specified by client, in accordance with FDA 21 CFR 177.2600, to determine the 

submitted sample: 
 

- Total extractives in D.I. water at reflux temperature for 7 hours Pass 

- Total extractives in D.I. water at reflux temperature for succeeding 2 hours Pass 

 

 

 

Test Method: Please refer to the following page(s). 

 

 

Test Result(s): Please refer to the following page(s). 
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Tested Sample/Part Description: 

 

1. White silicone  

 

Test Result(s): 

◆ FDA 21 CFR 177.2600 

Ref: FDA 21 CFR 177.2600 

Test Item(s) Unit Limit 
Result  

Sample 1 

Total extractives 

in D.I. water at 

Reflux for 7 hours mg/in2 ≤20 <0.5 

Succeeding for 2 hours mg/in2 ≤1 <0.5 

 

Note： 

-Test items were specified by client. 

 

Photograph of Sample 

 

***** End of Report ***** 

The test report is effective only with both signature and specialized stamp. The result(s) shown in this report refer only 

to the sample(s) tested. Without written approval of Anbotek, this report can’t be reproduced except in full. 
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